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Characteristics Client's Specifications Our Test Results
1. Appearance PRIGHT YELLOW FINC P WDER
2. Purity on dry basis (@ 105°c) % Min .o ©¢.80
3. Ash (at 650°C % Max oo 0.036
4. Acidity (as H,SO,) % Max oo 0,003
5. Moisture / Heat Loss % Max .o 0.0%U
6. Fineness / Sieve Analysis L
Passing - 100 Mesh % Min ce 79.90
Passing - 200 Mesh % Min oo 94,0
Passing Mesh % Min
/. Specific Gravity / Bulk Density g / cc
8. Melting Point / Test. °C
9. i
10.
Remarks :
Batch No. : 392
Mfg. Date : OCT/14
Exp. Date : SEPT/16
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