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INDENT NO: ﬂ?QS 996/ 9 9 d/(/ﬁd %3 [ o0&
Report given to A L /‘/[”"‘/ -
Name of material : aé samum dmm» %) Anuiase IST
Qusntity : O %ﬁ
Batch No. & Date of inanufactare ~) S
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I\?E Characteristics Reguirement Resutt / ({/ 302,%%
0.
1 Colour in cil Close mateh to the N 27
approved sampie | ™ Q%
2 | Reducing power Not igferior to the
‘ approved sample msz%ﬂ =
3 Residue on 45 micron 0. 13%{max) ,
(325 mesh IS sieve) ] O-o4o |
4 | Oft absorption 15-30 ENI PN, |
5 PY of 20% pigment T 68 — 7 “ A N
- sturry io distilied water - _ R -
¢ | Velatile matter af 105°C | {1 50%{max) Q< g
i
7 Matter soluble in water RO - O - [( /{/
§ | Titamium dioxide G 50% i) 9@ 2 S::
¢ |Fe 150 ppmiman) g L/ -
10 | P0; "B (man) O3 Y ]
| ¥ 3.7-38 o
11 Relative Deasity 0t 27 ¢ '\%
« 76




